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ABSTRACT Spontaneous liposome formation is pre-
dicted in binary mixtures of f luid phase phospholipids and
poly(n)ethylene oxide (PEO)-bearing lipids by using single
chain mean field theory. The range of stability of the spon-
taneous liposomes is determined as a function of percentage
of PEO-conjugated lipids and polymer molecular weight.
These predictions were tested by using cast films of 1,2-diacyl-
sn-glycerophosphocholines (e.g., egg L-a-lecithin, 1,2-
dimyristoyl-sn-glycero-3-phosphocholine, 1,2-dipalmitoyl-sn-
glycero-3-phosphocholine, and 1,2-distearoyl-sn-glycero-3-
phosphocholine) and 1,2-dipalmitoyl-sn-glycerophos-
phatidylethanolamine-PEO conjugates (i.e., 1,2-dipalmitoyl-
sn-glycero-3-phosphoethanolamine-N-[methoxypoly(ethylene
glycol)2000]carboxamide and 1,2-dipalmitoyl-sn-glycero-3-
phosphoethanolamine-N-[methoxypoly(ethylene oxide)5000]
carboxamide) that were hydrated above their gel-liquid crystal
phase transition temperatures. Particle sizes of the resulting
dispersions, analyzed by quasielastic light scattering, solute
retention, 31P NMR, and freeze-fracture electron microscopy
measurements, confirmed the single chain mean field predic-
tions. These data indicate that thermodynamically stable,
unilamellar liposomes are formed spontaneously by simple
hydration of f luid phase phospholipid bilayer films containing
low molar ratios of PEO-based amphiphiles. They further
suggest that the equilibrium size and colloidal properties of
f luid phase, PEO-modified liposomes can be predicted by
using this theoretical approach. The implication of these
results on the design and processing of sterically stabilized
liposomes used in drug delivery applications also is described.

Since their discovery by Bangham in 1965, many processing
methods for liposome production have been developed. The
majority of these methods require the input of high energy
(e.g., ultrasonic treatment, high pressure, andyor elevated
temperatures) to disperse low critical micelle concentration
phospholipids as a metastable liposome phase. A limited
number of alternative procedures that do not use external
energy sources, however, have been described. Particles
formed from a spontaneous vesiculation process have been
reported that use temperature jumps near the phospholipid
phase transition (1–3), pH jumps (4–7), and admixtures of high
surface tension surfactants (8–17), which produce vesicles that
are stable within a narrow regime of solution conditions. These
methods are not used, however, to produce poly(n)ethylene
oxide (PEO)-modified sterically stabilized liposomes with long
circulation times in vivo (18) and other commercialized lipo-
some formulations. Given the diverse nature of their applica-
tions in biotechnology and pharmacology, we sought a simple
methodology for producing thermodynamically stable sponta-

neous liposomes, derived from commercially available phos-
pholipids, that could survive in more challenging chemical
environments. Our strategy for discovering these conditions
focused on using a quantitative theoretical approach to analyze
how phospholipids bearing hydrophilic polymer head groups,
such as PEO-modified 1,2-dipalmitoyl-sn-glycerophosphoeth-
anolamine [e.g., 1,2-dipalmitoyl-sn-glycero-3-phosphoethanol-
amine-N-[methoxypoly(ethylene glycol)2000]carboxamide
(DPPE-PEG2000) and 1,2-dipalmitoyl-sn-glycero-3-phospho-
ethanolamine-N-[methoxypoly(ethylene oxide)5000]carboxa-
mide (DPPE-PEG5000)], could be used to induce spontaneous
curvature in the planar lamellar phases preferred by pure
1,2-diacyl-sn-glycerophosphocholines. We present quantita-
tive predictions and supporting experimental evidence for
spontaneous liposome formation in phosphocholine (PC)y
phosphoethanolamine (PE)-PEO mixtures.

Safran, Pincus, and Andelman (19) have shown that spon-
taneous vesicle formation may take place in mixed aggregates
caused by curvature-induced asymmetry in composition of the
monolayers. Wang (20) has shown that even in one component
bilayer formed by diblock copolymers, spontaneous vesicle
formation is possible if the ‘‘head-group’’ block is much longer
than the core forming block. Later, Dan and Safran (21)
showed that spherical aggregates are stable in mixtures of
diblock copolymers with ‘‘head blocks’’ of different chain
length. Porte and Liguore (22) have generalized the Safran,
Pincus, and Andelman ideas to show that if the elastic con-
stants of mixed films are calculated at constant chemical
potential, the bending constant undergoes softening that may
lead to spontaneous vesicle formation. They applied the
analytical self-consistent-field approach for polymer brushes
and showed that polymer-decorated bilayers may form spon-
taneous vesicles above some critical polymer densities. Porte
and Liguore (22) considered systems in the brush regime that
is well above the regime of surface densities that we consider
in this work. The common denominator in all of these studies
is that the driving force for spherical aggregate formation is
caused by the asymmetric partition of the molecules between
the monolayers for finite curvatures (19–22). These ap-
proaches, however, are not applicable in a quantitative way to
the system of interest here because none of them combines
quantitative predictions for polymers and short chain lipid
molecules in the relevant regimes of surface densities (see
below). A molecular theory, therefore, is needed for quanti-

Abbreviations: DMPC, 1,2-dimyristoyl-sn-glycero-3-phosphocholine;
DPPC, 1,2-dipalmitoyl-sn-glycero-3-phosphocholine; DPPE-
PEG2000, 1,2-dipalmitoyl-sn-glycero-3-phosphoethanolamine-N-
[methoxypoly(ethylene glycol)2000]carboxamide; DPPE-PEG5000,
1,2-dipalmitoyl-sn-glycero-3-phosphoethanolamine-N-[methoxypoly-
(ethylene oxide)5000]carboxamide; EPC, egg L-a-lecithin; FFEM,
freeze-fracture electron microscopy; PC, phosphocholine; PE, phos-
phoethanolamine; PEO, poly(n)ethylene oxide (a.k.a. polyethylene
glycol, PEG); SCMF, single chain mean field.
*To whom reprint requests should be addressed. e-mail: igal@purdue.
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tative predictions of PC bilayers at low surface coverages of
PEO.

Single chain mean field (SCMF) theory was chosen as the
starting point for our investigations (23–30). This theory has
been shown to provide quantitative predictions for (i) the
pressure-area isotherms of PEO tethered layers (25, 26), (ii)
the adsorption isotherms of proteins on surfaces with grafted
PEO (27–29), and (iii) the elastic constants of monolayers and
bilayers formed by amphiphilic molecules and polymeric mol-
ecules (23, 24, 30). Further, SCMF theory provides detailed
information on the molecular organization of the aggregates
and provides insights on how different molecular factors
determine the macroscopic phase behavior of these systems.

By using the SCMF approach, we compare the thermody-
namic stability of PEO-grafted bilayers as planar lamellae with
that of spherical phospholipid aggregates. The free energy of
curvature, f(c), per unit bilayer area expanded around a planar
symmetric film can be described by the quadratic expression

f~c!

A
5

f~0!

A
1

1
2

Kc2 [1]

where c 5 1yR, R is the radius of curvature of the bilayer
surface of inextension (neutral surface), A is the area at the
surface of inextension, and K is the elastic constant describing
the free energy cost of forming a spherical aggregate of radius
R 5 1yc. This expression states that a planar film will be the
thermodynamically stable configuration when K . 0, however,
spontaneous liposomes are predicted when K becomes nega-
tive. A more detailed consideration of the contributions to K,
therefore, should reveal the conditions required to form
spontaneous liposomes.

In a bilayer composed of two different amphiphilic species
such as egg L-a-lecithin (EPC) and PEO-conjugated PE, we
need to consider the possibility of compositional variations of
both species within the monolayers as a function of curvature
(i.e., redistribution of both types of lipid molecules between
the inner and outer monolayers relative to the planar bilayer
state where their composition is identical). It is important to
consider this effect because the bending constant in a system
that maintains a constant number of molecules in each mono-
layer (i.e., blocked exchange) is more than an order of mag-
nitude greater than that of a freely exchanging system (i.e.,
minimum free energy at each c) (30). Furthermore, because we
are interested in the equilibrium structure and not bilayer
fluctuations, the only relevant case is that of free exchange in
which the chemical potentials of each component is the same
on both monolayers. Thus, we are concerned with the optimal
stability of the structure, not the kinetics of vesiculation or
exchange processes.

By using Helfrich’s description of bilayer elastic constants
(31), we can write K 5 kb 1 k#y2, where kb is the bending elastic
constant and k# is the saddle-splay constant. It has been shown
(30) that k# is independent of composition, however, kb depends
on the asymmetry in the number of molecules in the two
monolayers (i.e., kb is composition-dependent). We then need
to determine the minimum kb as a function of inner and outer
monolayer composition for both lipid components. The con-
stants kb and k# can be shown to be given by the moments of the
lateral pressures and their derivatives (30). Expressions for the
elastic constants must include contributions from the repulsive
interactions of the bilayer core arising from chain confine-
ment, the attractive interaction associated with the water-
hydrophobic core interface, the repulsion of the phospholipid
headgroups, and the repulsions of the polymer chains attached
to the bilayer surface. We will refer to repulsions and attrac-
tions as positive and negative pressures, respectively.

Elastic constants have been calculated for phospholipid
bilayers and for polymers tethered at surfaces by using SCMF
theory (23, 24, 30). These results have shown that (i) the sign

of kb is positive for both the phospholipid and polymer
contributions and (ii) the magnitude of kb depends on both the
area per molecule and the chain lengths of the lipid and the
PEO. In our case, there also will be a strong dependence on
composition because an increase in the molar ratio of PEO-
modified PE is equivalent to an increase in the number of
polymer molecules per unit bilayer area. The area per mole-
cule can be determined by minimizing the total free energy
with respect to area while including the phospholipid, polymer,
and surface tension contributions (it should be noted that we
are assuming that the lipids are water-insoluble and that all
molecules in the system exist within aggregates). For each
EPCyPEO-modified PE composition, the equilibrium area per
molecule needs to be determined before K can be calculated.

Because kb is positive, the only way to achieve a negative K
is if k# is negative and its value is larger than 2 kb. Successful
design of a molecular system with these properties requires
that we look in more detail at k# . In terms of the lateral
pressures acting on the molecules, the saddle-splay constant, k# ,
is given by

k# 5 2 *p~z!z2 dz [2]

where the z axis is normal to the lamellar plane, its origin is at
the bilayer midplane and p(z) includes all contributions to the
lateral pressure. We divide the lateral pressure into four main
contributions: (i) repulsions arising from the lipid alkyl chains,
pl(z); (ii) repulsions arising from the polymer molecules, pp(z);
(iii) gb, the attractive surface tension term and (iv) the
head-group repulsions†, phg (which, for the cases of interest
here, are a small contribution). The requirement of minimal
free energy with respect to area per molecule implies that
ʃp(z)dz 5 0, such that gb 5 ʃ[pl(z)1pp(z)]dz 1 phg and its value
is that of the oilywater surface tension (Fig. 1).

For a pure lipid bilayer of thickness l, k# is positive because
the attractions act at a larger distance from the bilayer
midplane than the repulsions (see Eq. 2 and Fig. 1). The sign
of k# will change, however, for a system that possesses relatively
small repulsive interactions at a very large distance from the
bilayer midplane. This effect can be achieved by attaching
hydrophilic polymers of sufficient chain length at the surface
of the bilayer at low concentrations. Because kb is related to the
first moment of the derivative of the lateral pressure the
increase in kb with polymer chain length will, in general, be
smaller than the decrease produced in k# , thereby leading to a
K , 0.

Fig. 2A shows the elastic constant K calculated from SCMF
theory as a function of 1,2-dimyristoyl-sn-glycero-3-
phosphocholine (DMPC)yPEO-modified PE bilayer compo-
sitions for a variety of PEO molecular weights. Note that for
a fixed molecular weight of polymer, K decreases as the
concentration of surface-grafted PEO increases, leading to a
change in sign at relatively low molar ratios of PEO. There are
limits to the molar ratio of PEO-modified PE that can be
incorporated into DMPC bilayers, because (i) the total repul-
sive interactions must equal the water-oil surface tension, and
(ii) the lateral pressures of tethered polymers are a very sharply
increasing function of the surface coverage and may lead to
unstable films, i.e., induced micelle formation (32). The poly-
mer concentrations at which K changes signs for the molecular
weights of PEO treated here are well within the range of
compositions typically used in sterically stabilized liposome

†The repulsions of the headgroups for the double chain phospholipids
are small. The head-group interactions (surface tension term and
head-group repulsions) are modeled by using the opposing forces
model (38), i.e., the free energy of the heads (including the surface
tension attraction) is fhg 5 gb (a 2 ah

2ya). In the calculations presented
here we used gb 5 60 dynycm and ah 5 22.3 Å2. The resulting
(optimal) average area per lipid molecule in the one component
bilayer is a0 5 63.2 Å2.
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formulations (18). The decrease of K is caused by the sharp
decrease of k# with composition. The contribution of the
polymer to kb is around 20% of its total value for the highest
studied concentration in DPPE-PEG2000 and around 50% for
DPPE-PEG5000, in agreement with recent experimental ob-
servations (40, 41).

The results of Fig. 2 A have been used to construct the range
of stability of the aggregates (Fig. 2B) where the K 5 0 points
denote the boundary between the stability regimes for planar
bilayers and spherical liposomes. The region below the line
indicates the molecular weights and compositions of PEO
where planar symmetric bilayers are the most stable structures,
whereas the phase space above the curve is the region where
thermodynamically stable liposomes will form. The change in
compositions at the inner and outer monolayers as a function
of bilayer curvature also is predicted within the regime of
thermodynamically stable liposomes.

The phase diagram of Fig. 2 was obtained by considering the
energetics of liposome formation. Entropic effects may change
the phase diagram and thus, they need to be discussed. There
are two main entropic contributions to consider. First, there is
the translational entropy of the aggregates. This contribution
will favor liposome formation and also favors small aggregates.
The larger the number of the aggregates the larger the
translational (or mixing) entropy of the aggregates. The second
contribution is related to shape fluctuations of the liposomes.
This contribution was studied by Morse and Milner (33). They
found that fluctuations tend to destabilize large aggregates. In
the cases studied here, however, the bending constant is very
large (mostly because of the lipid contribution) and, therefore,
we expect these fluctuations to be largely suppressed (33).

At very low concentrations of PEO, aggregates may form in
which the polymer is present only on the outer monolayer of
the bilayer. Formation of these aggregates will be favored
because of (i) the asymmetry of the monolayers, and (ii) the
gain in translational entropy compared with large planar films,
however, they will be disfavored by the larger lateral repulsions
in the outer monolayer compared with a planar bilayer in

which half of the polymer will be present at each monolayer.
Preliminary calculations (not included in the phase diagram of
Fig. 2) indicate that large liposomes with PEO present only in
the outer monolayer may coexist with planar bilayers at very
low PEO surface coverages. Experimentally, therefore, we can
expect the existence of planar bilayers to compete with the
formation of large liposomes with PEO existing predominantly
in the outer monolayer at very low PEO surface concentrations
(up to '1.5%).

The complete phase diagram of a lipidylipid-PEO mixture
requires the consideration of many different topologies of
aggregates, different molecular organizations (e.g., the highly
asymmetric aggregates described above), their polydispersi-
ties, shape fluctuations, etc. We believe, however, that the
main contribution to the understanding of the formation of
spontaneous liposomes is the stability of the planar film as
presented in Fig. 2. Furthermore, it also provides a very simple
physical picture of the behavior of these systems and the
guidelines of how to ‘‘molecularly design’’ systems with desired
aggregation properties. The confirmation that the stability of
the planar film is the main factor contributing to the sponta-
neous formation of liposomes will be shown in the experimen-
tal observations described below.

What size aggregates are formed in the stable liposome
regime? Precise determination of liposome diameters from the
free energy expression (Eq. 1) requires the addition of fourth
order terms. Another method for obtaining the sizes is by
calculating the asymmetry in composition as a function of
curvature. We predict that EPCyPEO-modified PE liposomes
will have an asymmetry in the number of PEO molecules on
the inner and outer surfaces on the order of 0.5–1% (this

FIG. 1. Schematic representation of planar bilayers formed by
mixtures of lipids and lipid-PEO (Left) and pure lipid molecules
(Right). Also shown is the qualitative shape of the lateral stresses acting
on the film (Center). The polymers, lipid chains, and head group have
repulsive interactions (i.e., positive pressures p(z) . 0); the water-oil
surface tension is the only attractive contribution (i.e., p(z) , 0) that
tends to minimize the area per molecule. The relative contributions to
the lateral pressures are plotted to scale. The large repulsive interac-
tions arise from packing of the lipid hydrophobic tails; the head-group
repulsions are much smaller in magnitude. The contributions of the
polymers, at the concentrations treated here, are also small in mag-
nitude. Note, however, that they will provide a finite contribution at
large z. The bilayer without the polymers will have an average area per
molecule that is smaller than that of the mixed lipid-PEG system
because the total repulsions must exactly match the attractive contri-
bution arising from the water-oil surface tension (which is the same for
both bilayers). l denotes the thickness of the pure lipid bilayer.

FIG. 2. (A) Elastic constant, K 5 kb 1 k#y2 as a function of the
lipid-PEO composition. The different curves represent different mo-
lecular weights of the PEO chains: full line, 1,375 D; dotted line, 2,750
D; dashed line, 3125 D, long dashed line, 5,500 D; dot dashed line,
6,875 D; and full line with circles, 8,250 D. The horizontal dashed line
is a guide to the eye for the zero of K. (B) Stability range for spherical
liposomes and lamellar phases in the plane of percentage of PEO as
a function of polymer molecular weight. The line represents the
percentage of PEO as a function of molecular weight at which the
elastic constant K is zero. Note how the percentage decreases as the
molecular weight increases because of the larger distances that con-
tribute to k# (see Fig. 1 and Eq. 2).
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number is obtained from the theory by determining the
minimal kb as a function of composition). This degree of
asymmetry will produce thermodynamically stable liposomes
with diameters ranging between 100 and 200 nm for DPPE-
PEG5000-containing PC dispersions.

Quasielastic light scattering experiments of EPCyPEO-
modified PE dispersions, hydrated in pure water and vortexed
for 5–10 sec, were in good agreement with these predictions
(Fig. 3). EPCyDPPE-PEG5000 liposomes containing less than
2% PEO-modified PE were in the 450–600 nm size range. As
the mol fraction of PEO-conjugate was increased, the ob-
served average diameters gradually decreased to the 225 nm 6
41 nm at 10 mol% DPPE-PEG5000. Liposome diameters were
less sensitive to the PEO-modified PE mol fraction for hy-
drated EPCyDPPE-PEG2000 lipid films of similar composi-
tions; mean diameters ranged between 420 and 550 nm be-
tween 0.2–10 mol% DPPE-PEG2000. The observed differ-
ences between the DPPE-PEG2000 and DPPE-PEG5000
spontaneous liposome diameters are in very good agreement
with the theoretical predictions that longer polymers stabilize
smaller aggregates at lower loadings (see Fig. 2).

Freeze-fracture electron microscopy experiments indicated
the presence of spherical liposomes (Fig. 4) whose size and
polydispersity were in reasonable agreement with the
quasielastic light scattering data. Simple hydration and vor-
texing of 91:9 EPCyDPPE-PEG5000 films produced 109-nm
average diameter liposomes (Fig. 4B), whereas 90-nm lipo-
somes were observed with samples that were dispersed by
standard extrusion techniques using 100-nm track-etch mem-
branes (34) (Fig. 4A). Freeze-fracture behavior characteristic
of multilamellar lipid structures was observed for hydrated
PEO-free EPC controls. 31P NMR of spontaneous EPCy
DPPE-PEG5000 dispersions produced lineshapes comprised
of isotropic and powder-like components (Fig. 4C). Addition
of 5 mM Mn21 to these samples resulted in powder pattern 31P
NMR spectra that were 57% of the original signal intensity.
Assuming spherical geometry and little or no transmembrane
permeation of Mn21 on the timescale of the experiments, these
values suggest that the spontaneous liposome diameters mea-
sured by NMR are consistent with the sizes reported by the

freeze-fracture electron microscopy experiments. The excess
inner phosphorus atom sites observed (i.e., 57% instead of the
45% expected for liposomes in the 100-nm size regime)
suggests that '5% of the lipid remains dispersed as multila-
mellar material.

Hydration of EPCyDPPE-PEG5000 in the presence of 50
mM calcein and 0.9% NaCl, followed by chromatography on
Sepahdex-G50M using 0.9% NaCl as eluent, produced a
calcein-containing fraction that eluted at the column void
volume. The entrapped volume of these samples was consistent
with 100–200-nm diameter liposomes. Calcein leakage rates
from 95:5 and 91:9 EPCyDPPE-PEG5000 liposomes prepared
in this manner were slow at room temperature and at 37°C
(,7% over 20 hr). Spontaneous 1,2-dipalmitoyl-sn-glycero-3-
phosphocholine (DPPC) liposomes containing the same molar
ratios of DPPE-PEG5000 also retained .90% of their encap-
sulated calcein for 20 hr at 37°C. These suspensions, however,
were less stable in 50% fetal calf serum at 37°C. DPPCyDPPE-
PEG5000 (95:5) liposomes leaked 10% and 81% of their
calcein at 2 hr and 20 hr, respectively, whereas calcein leakage
from 95:5 EPCyDPPE-PEG5000 liposomes was 18% and 41%
over the same time intervals.

Similar results were obtained for DMPC (Tm 5 23°C),
DPPC (Tm 5 41°C), and distearoyl-sn-phosphatidylcholine
(DSPC, Tm 5 55°C) lipid films containing DPPE-PEG5000
when they were hydrated and vortexed 15°C above their
respective phase transition temperatures. The size of sponta-
neous liposomes formed by hydrating these materials was
sensitive to both the molar ratio of DPPE-PEG5000 present
and the alkyl chain length of the PC forming the host bilayer.
Dispersions containing 5 mol% DPPE-PEG5000 increased in
diameter over the series of DMPC (150 nm), DPPC (370 nm),
and DSPC (500 nm), however, the observed diameters de-
creased as the molar ratio of DPPE-PEG5000 was increased to
9 mol% in these host bilayers (140 nm, 200 nm, and 290 nm,
for DMPC, DPPC, and DSPC, respectively). These observa-
tions are consistent with the predictions of SCMF theory,
because increases in alkyl chain length correspond to increases
in K for the membrane bilayer. Because liposome size is
determined by a balance of forces between the intrinsic
curvature of surface-grafted PEO bilayers and the bending
rigidity of the bilayer (at K # 0), the larger bending constants
for the longer chain lipids leads directly to larger spontaneous
liposome sizes as the chain length increases.

We have shown that spontaneous liposome formation is the
result of a large and negative saddle-splay constant and a low
bending constant. The low contribution of the PEO chains to
the bending constant is obtained by breaking the symmetry in
composition between the two monolayers of the bilayer,
whereas a large (negative) saddle-splay constant is obtained
when low pressures act at very large distances from the bilayer
midplane. The picture that emerges is that spherical aggregates
are more stable than planar bilayers because the transfer of
polymer from the inner monolayer to the outer one at finite
curvatures releases some of the stresses associated with the
packing of the polymer chains in the symmetric planar bilayer.
There is a minimal amount of polymer redistribution necessary
to relieve molecular packing stresses to allow the formation of
a stabilized spherical bilayer film. It also should be recognized
that low molecular weight polymers do not have large enough
lateral pressures at the compositions treated here to achieve a
free energy minimum by relaxing into an asymmetric distri-
bution of PE-PEO molecules in a spherical bilayer configura-
tion. The interplay of these factors determines the boundary
curve shown in Fig. 2 and is supported by our experimental
observations.

The driving force for spherical aggregate formation has the
same origin as predicted by Porte and Liguore (22), namely the
free energy gain by molecular redistribution among the mono-
layers. They associate the effect, however, with a reduction of

FIG. 3. EPC liposome size as a function of mol% DPPE-PEG5000
(■) and mol% DPPE-PEG2000 (F). Spontaneous liposome disper-
sions (0.3–10 mM total lipid) were prepared by vortexing lipid films
with water in a glass tube for 5–10 sec at either 23°C or 37°C (the results
were the same regardless of the hydration temperature for EPC). The
number of vortexing cycles varied between 1 and 3, depending on the
lipid concentration. Dry lipid films were formed by mixing EPC and
PEO-modified DPPE in chloroform, followed by solvent evaporation
for $4 hr at 23°C under a 50-mm vacuum. Liposome size was
determined by diluting a 50- to 200-ml aliquot of lipid dispersion into
a 2-ml cuvette for quasielastic light scattering analysis at 25°C using a
Coulter N4 Plus instrument. Particle sizes reported are based on a
unimodal size distribution analysis of 90° scattering data. The observed
sizes were not dependent on lipid concentration over the 0.5–10 mmol
lipidyml range or on the presence of either 0.9% NaCl or 20% glycerol
in the aqueous phase.
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the bending constant because of the composition redistribu-
tion. We find that the polymer layer does not appreciably
change the value of kb (in agreement with experimental
observations; refs. 40 and 41); rather, it is the sharp decrease
of the saddle-splay constant, k# , with polymer loading that
makes the planar film unstable. In addition, our results are
obtained for polymer loadings in the mushroom and brush-
mushroom transition regimes. The higher polymer surface
coverages relevant to Porte and Liguore’s predictions (22) will
result in very high lateral pressures making the phospholipid
bilayer unstable (41).

It is interesting to note that the compositions used for
sterically stabilized liposomes in drug delivery (18) is within
the ranges of thermodynamically stable aggregates predicted
by SCMF theory. This finding may suggest that the longevity
of these liposomes in blood may arise not only from the steric
barrier presented by the PEG layer, but also because of the
thermodynamic stability of the aggregates.

Are spontaneous liposomes true equilibrium structures?
Kinetically trapped liposome structures may be formed when
either extrusion or spontaneous vesiculation methods are used.
Because investigations with other phospholipidyPEO-
modified lipid mixtures (35, 36) have shown that surface-
grafted PEO molecules prevent close apposition and fusion of
highly curved extruded liposomes, relief of curvature strain in
nonequilibrium structures may be inhibited because of the
prevention of interlamellar contact by the PEO layer. We
believe, however, that the spontaneous liposomes formed in
these experiments are at true thermodynamic equilibrium

because (i) the liposomes are formed in the same region of
phase space predicted by the theory for equilibrium liposome
structures, (ii) the measured diameters are in the same size
regime as that predicted by theory, (iii) the measured liposome
diameters are very reproducible on hydration of multiple
samples of the same bilayer composition, and (iv) the observed
sizes and polydispersities of spontaneous liposome samples
stored at room temperature remained constant over the course
of several weeks. Important questions concerning the detailed
kinetics, mechanism, and cooperativity of spontaneous vesic-
ulation, however, remain unresolved. Additional efforts will be
required to clarify these issues.

The simplicity of this combined theoretical and experimen-
tal approach may have profound implications on the practical
development of PEO-modified stable liposomes for drug
delivery applications (37). Application of a quantitative theory
to PEO-grafted liposome systems can greatly reduce the
experimental effort required to develop stable formulations
with favorable biological and pharmacological properties (18)
as well as improve our understanding of how the molecular
structure of the polymer and lipid components determine the
microstructural and physical behavior of the layers. The un-
derstanding of this relationship will lead to the ability to design
polymers that will form aggregates with tailored physical
properties (23–30) (e.g., phase behavior, steric repulsion, size
distribution, and targeted delivery). Our results also indicate
that this spontaneous vesiculation technique can be used to
rapidly prepare samples with a narrow size distribution without
exposing labile encapsulant molecules, such as peptides and

FIG. 4. Freeze-fracture electron micrographs of 9:1 EPCyDPPE-PEG5000 dispersions. All liposome samples were cryoprotected with 20%
(volyvol) glycerol before freezing in liquid nitrogen. Samples were fractured at 2196°C, shadowed at 45° with platinum, and at 90° with carbon
before digesting in bleach solution. Replicas were rinsed in distilled water and dried before visualization with a Phillips CM-12 microscope operating
at 60 kV. Magnification calibrations were performed by using a carbon waffle grid. (A) (Upper) Extruded (34) at 30°C. (Lower) Distribution of
observed liposome diameters as determined by analysis of electron micrographs. (B) (Upper) Vortexed at 23°C. (Lower) Distribution of observed
liposome diameters as determined by analysis of electron micrographs. (C) 31P NMR of spontaneous 9:1 EPCyDPPE-PEG5000 liposome
dispersions without (Upper) and with (Lower) extraliposomal Mn21. NMR spectra were acquired at 81 MHz by using a 90° pulse width, with
decoupling gated on during acquisition (off during the 3.16-s delay), on 5-mm samples. The appearance of the powder pattern component in the
composite 31P lineshape is in part because of sample viscosity effects (39).
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oligonucleotides, to potentially damaging shearing effects.
These opportunities are currently under investigation.
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